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XIAMEN UGUARD COMPOSITE MATERIALS CO., LTD 

W804, TAIWAN S&T ENTERPRISE INCUBATION CENTER, TORCH HIGH-TECH ZONE, XIANG’AN, 

XIAMEN 

 

The following sample(s) was/ were submitted and identified on behalf of the client as: 

Sample Name : TRANSPARENT AB GLUE 

SGS Ref No. : XMHG1201000069OT 

Test Performed : Selected test(s) as requested by applicant 

Date of Receipt  : Jan. 12, 2012  

Test Period  : Jan. 12, 2012 to Jan. 16, 2012 

   

Test result(s)    :  Please refer to the following page(s) 

********To be continued******** 

 
 
 
 
 
 
 
 
 
 
 
 
Signed for and on behalf of  
SGS-CSTC Ltd. 

 
____________________ 
Cathy Peng 
Technical Supervisor 
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Test Information: 

Sample description: Transparent sheet 

No. Test item Test method Test condition Result 

1 
Total luminous 

transmittance  

GB/T 2410-2008 

Method A 

Specimen thickness: 1.55mm  

Light source: C 
93.0% 

 

Photo: 

 
********End of report******** 

 


